Table S1. Analysis of variance for iron oxidation by TFM by Design Expert 6.0.10

	Source
	Sum of squares
	Deg of freedom
	Ave of squares
	The value of F
	Prob>F
	Significance

	Model
	12671.64
	9
	1407.96
	19.17
	0.0004
	Significant

	A: (NH)2SO4
	90.25
	1
	90.25
	1.23
	0.3043
	

	C: MgSO4
	240.87
	1
	240.87
	3.28
	0.1131
	

	D: KCl
	162.05
	1
	162.05
	2.21
	0.1811
	

	E: Ca(NO)3
	255.84
	1
	255.84
	3.48
	0.1043
	

	F: FeSO4
	1015.70
	1
	1015.70
	13.83
	0.0075
	

	G: pH
	7270.12
	1
	7270.12
	98.97
	>0.0001
	

	H: Temp
	1032.66
	1
	1032.66
	14.06
	0.0072
	

	AE
	537.54
	1
	537.54
	7.32
	0.0304
	

	AF
	2066.61
	1
	2066.61
	28.13
	0.0011
	

	Curvature
	2307.84
	1
	2307.84
	31.42
	0.0008
	Significant

	Lack of Fit
	460.15
	6
	76.69
	1.42
	0.5668
	Insignificant


